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OFERATING SPECIFICATIO
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| FRODUCT BULLETIN GYPSUM BACKERBOARD BULLETIN NO: 5-9 _
GYFSUM PRODUCTS 58" ACOUSTIBAK (:JL) ODATE: 0/22 /7
T 5/8" LATH, TYPE X PAGE 1 of 3
APPROVALS: CANCELS B-9
?f;:j-“{ f,;E--.?;:" A r‘:ﬁ\ - ASTM C442 l DATE: 1/9/69
H IL‘\ 1
PRODUCING PLA\I\]:Q Lorig Beazh, Antioch, S2oitle, Rosario, Jockssnville and Delonce
Long Jock-
Core Formuia {(Pounds per MSF) Beach  Antloch F_\:_a:cnlel Rasasio sonville Beiancc‘i
Board Stucco {S-1, $-2) 1800-2050 1830-2050 1300-2030 1800-2050 18002050 1800--20:
Paper Fiber (B-G-1) 10-15 10-15 16-15 10-15 10-15 10-15
Glass Fiber (B-G-1} 6.0-6.5 6.0-56.5 4.0-6.5 6.0-4.5 6.0-6.5 64.0-4,!
Starch RM-B=11)  9.0-12.5 £.6-12.5 9.0-12.5 9.0-12.5 $.0-12.5 9.0-12
Dastrosa (RM-B~3) 0-3 0-3 0-3 0-3 0~3 g-3
Core Foaming Agent:

ALS B-G-1)  0.2+1.0 - - 0.2-1.0 0.2-1.0 0.2-1.0
AAS (B=-G-1) - 0.2-1.0 €.2-1.,0 - - -
Lignin (O~G=-1) 2,540 C-A.0 5.0-8.0 2.5-4.0 4% Sed D AGeELL
Ewed Trim (B-G-~1) 20~38 10-30 2035 Fone 20~3% 206-35
Potassium Sulfate (B=G-1).  0.5-2.0 C-2.0 0.5-2.0  pons  0.5-7.0 0.5.9
Retarder (B=G-T1) None 6-0.5 MNona 0-0.8 {Non None
Hydrated Line {(RM=-P--3) 0-1.2 0-1.2 0-1.2 G-1.2 {=1.2 0-1.2

Motes: 1. Formulo shal! conform fo UL Filz No. R3543, Section 2.
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;; 1 FRRODUCT BULLETIN GYPSUM BACKERDOARD BULLETIN NO: g
i GYPSUM PRODUCTS | 5/8" ACCUSTIEAK (UL) DATE; 9/22
‘i 5/81 L/w H, TPE X PAGE: 2of 2
s APPROVALS: ) } CANCELS: B~
( S BT Tl ASTM Cad2 PATE: /5169
i OPERATING SPECIFICATICNS: (Continuad)
s 3. Liner Abscrption Corraction = if required, anply a 0.5 ta 1.0 pereent solution of wetting
: ageat to the back cnd foze of the Lath (Sce Pracess Rolleiin BG-4). Liner absarption tes
; results shall not exceed 200 secends. _
p PRODUCT SPECIFICATIONS: (Refer to Froduet Bulletin 8G -4 for General Sp»‘:ci?’iccﬁon; 3
Vet Weight (hs/MSF) 3466 - 3730
;
} o _ 2380 - 2550
Dry Weight (LEs/MSF) © 2450 Average
ﬁ Evaporation Loss {Lbs/PSF) 1150 ~ 1350
§
f Thickness - Average {inch) +605-.630
: ' Thickness - [ndividuci Reading (Irch) Z.010 Frem Average
- Edges 2" Wide Tongue & Jroove
( Edgas 4 Wide Tongus & Groove o Snunre
3
Edge Hardness of Talke-05t {Pounds) 8.0 Minfoum
i
: End Pesi Afier Sawing {hneh) /8 Madimum
: Flexure! Strangth, Minimun 7
Across Croin {Pounds) 1&3
Pam!iei (Founds) . oz :
Beflaction ar Brack, Minimumn
Across Grain {Inch) 0.25
Poralie! (inch) 3,15
Purich Test {Powunds) $00 - 1500
Twist Test, Maxinom Split ;
Face (inch) 3/4 :
Back {inch) 3/4
( Mammer Lasg Tost, {adividual Vest {Devigrams) 5 Maximom
*Denctey chonges or additions, 3
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TFRODUCT AULLETIN GYPSUM BACKERBOARD BULLETIN MNO: g9
GYPSUM FRODUCTS ¢ 5/8" ACOUSTIBAK (UL) DATE: 9/22/70
5/8" LATH, TYPE X PAGE: . 3of3
APPROVALS: L CANCELS: B-9
ST T ASTM Cd2 DATE: /9/€9
PRODUCT SPECIFICATIONS: (Centinued)
Bond at High Humidity, Maximum Peel
Face _ (Inch) 1/2
Back " {Inch) ' /2
Absorption Rete, Face & Back {Seconds) : 300

Foce Printing Shall Read:  5/8% KAISER TYPE X ¥ 34Al YISV o8/C

s
BUNDLING:

o Bundle 5/8™ Acoustibak with upprapriate 5/8% Acoustibak bundling fepe with UL labels.

2. Zundle /8"« 24" wide T & G Lath, Type X, with "Fireproof Gypsum One Hour® tape and
stemp tape in the appropriate bionk, "Jiain Loth®,
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*Indicates changes or additions, : oo
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